
(Geochemical
I ah Report

Boadar-t leg#, Inr.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)9894401

BONDAR CLEGG

REPORT’, 098-1438 PROJECT; NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-497-165-170 <0.002 02 R88-497-365-370 0.005
02 R88-497-170-175 <0.002 ^ 02 R88-497-370-375 <0.002
D2 R88-497-175-180 <0.002 02 R88-497-375-380 <0.002
02 R88-497-180-185 0.030 02 R88-497-380-385 <0.002
02 R88-497-185-190 <0.002 02 R88-497-385-390 <0.002

02 R88-497-190-195 <0.002 02 R88-497-390-395 <0.002
02 R88-497-195-200 <0.002 02 R88-497-395-400 <0.002
02 R88-497-200-205 <0.002 02 R88-497-400-405 <0.002
02 R88-497-205-210 <0.002 02 R88-497-405-410 <0.002
02 R88-497-210-215 <0.002 02 R88-497-410-415 <0.002

02 R88-497-215-220 <0.002 02 R88-497-415-420 0.013
02 R88-497-220-225 <0.002 02 R88-497-420-425 <0.002
02 R88-497-225-230 <0.002 02 R88-497-425-430 0.017
02 R88-497-230-235 <0.002 02 R88-497-430-435 0.013
02 R88-497-235-240 <0.002 02 R88-497-435-440 0.003

02 R88-497-240-245 <0.002 02 R88-497-440-445 0.008
02 R88-497-245-250 0.012 02 R88-497-445-450 0.013
02 R88-497-250-255 0.003 02 R88-497-450-455 <0.002
02 R88-497-255-260 <0.002 02 R88-497-455-460 0.008
02 R88-497-260-265 <0.002 02 R88-497-460-465 <0.002

02 R88-497-265-270 <0.002
02 R88-497-270-275 <0.002
02 R88-497-275-280 <0.002
02 R88-497-280-285 <0.002
02 R88-497-285-290 <0.002

02 R88-497-290-295 <0.002
02 R88-497-295-300 0.003
02 R88-497-300-305 <0.002
02 R88-497-305-310 <0.002
02 R88-497-310-315 0.003

02 R88-497-315-320 <0.002
02 R88-497-320-325 <0.002
02 R88-497-325-330 <0.002
02 R88-497-330-335 <0.002
02 R88-497-335-340 <0.002

02 R88-497-340-345 0.007
02 R88-497-345-350 <0.002/
02 R88-497-350-355 0.004
02 R88-497-355-360 0.007
02 R88-497-360-365 0.004
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Geochemical
Lab Report

Bondar-Gesg. Inc.
12980 Wiesl Cedar Dr.
Lakewood, Colorado 80228
(305)989+104 '

BONDAR CLEGG

REPORT: 098-1436 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. submitted by: j, barron

PROJECT: NONE LISTED DATE PRINTED: 30-NOV-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 33 0.002 OPT Fire Assay
2 Au BCI Au (Bondsr-CledS) 3 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 33 2 -150 33 Assay Pree 33

remarks: hork performed at outside lab.

B0NDAR-CLE6G CHECKS IN 2ND COLUMN.

REPORT COPIES TO: HR, JIM BARRON ------- , INVOKE TP? ffi, JIH MRfflf

MR. JIM BARRON



(Geochemical
Lab Report

Bondar-OiK. Ik.
12980 Uei Cedar Dr.

Lakewood. Colorado 80228
(303)98944(4. ~

* BONDARCUGG

REPORT: 098-1436 project: none listed page i

SAMPLE ELEMENT Au Au BCI
NUMBER UNITS OPT OPT

2:

D2 R88-497-0-5 0.007 0.009 .Of?

D2 R88-497-5-10 0.003
D2 R88-497-10-15 0.007
D2 R88-497-15-20 0.014
D2 R88-497-20-25 0.006

D2 R88-497-25-30 0.002
D2 R88-497-30-35 0.014
D2 R88-497-35-40 0.010
02 R88-497-40-45 0.009
D2 R88-497-45-50 0.003

D2 R88-497-50-55 0.007
02 R88-497-55-60 0.002
D2 R88-497-60-65 0.004
02 R88-497-65-70 <0.002 <0.002
02 R88-497-70-75 <0.002

02 R88-497-75-80 0.002
02 R88-497-80-85 0.002
02 R88-497-85-90 <0,002
02 R88-497-90-95 0.002
02 R88-497-95-100 <0.002

02 R88-497-100-105 <0.002
02 R88-497-105-110 <0.002
02 R88-497-110-U5 <0.002
02 R88-497-U5-120 <0.002
02 R88-497-120-125 <0.002

02 R88-497-125-130 <0.002
02 R88-497-130-135 0.002 <0.002
02 R88-497-135-140 <0.002
02 R88-497-140-145 <0.002
02 R88-497-145-150 <0,002

02 R88-497-150-155 <0.002
02 R88-497-155-160 <0.002
02 R88-497-160-165 0.006



LAB. REPORT NO. 

B BONDAR-CLEGG INC.

12080 W. CEDAR DR., LAKEWOOD, CO. 80228 PHONE: 380-4-404 TELEX: <45-603

SAMPLE SHIPMENT NOTICE

Date Shipped _Via□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES----------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bl V U W F Au As Hg Sn Sb Ba E spec

Neulron
Activation DCP

Ore
lest

Pb

OOP

Pb

VJu
Neulron

Activation

PU fl„

!)CP

PS

| □ assay (%, ore grade) □ (prepared \
Please analyze by ► methods, the enclosed < / samples

l □ geochemical (ppm, trace level) □ 1 unprepared /

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS______________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS PULPS

□ DISCARD AFTER ANALYSIS COMPLETE □ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE □ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD □ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

Results n Results

Invoices □ Invoices

Pulps □ Pulps

Rejects n Rejects

Results □ Results

Invoice n Invoice

Pulps n Pulps

Rejects □ Rejects

CLIENT'S COPY



LAB. REPORT NO. 

P BDNDAR-CLEGG iNQ

129BO W. CEDAR DR, LAKEWOOD, CD. 0O22B PHONE: 969-1404 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES----------------------------------------------------------------

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation OCP

Ore
test

. ■'Z Ni
Neulrnn

Neutron

Nl

i □ assay (%. ore grade) ) □ / prepared \
Please analyze by T > methods, the enclosed < | samples

' □ geochemical (ppm, trace level) ‘ □ l unprepared •

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_____________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results □ Results

Invoices n Invoices

Pulps n Pulps

Rejects □ Rejects

Results n Results

Invoice n Invoice

Pulps n Pulps

Rejects □ Rejects

CLIENT'S COPY



LAB. REPORT NO. 0°/^ '

BDNDAR-CLEGG INQ

12000 W CEDAR DR., LAKEWOOD, CO. 00220 PHONE: 000-VTCKl TELEX: <15-693

SAMPLE SHIPMENT NOTICE

Date Shipped_Via□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES-----------------------------------------------------------------------------------------------

GEOLOGISTS NAMEPHONE NUMBERPROJECT NAME OR NUMBER----------------------------

Samples
Type

#
Samples

Sample Numbers 
(Senes)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Nl Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation OCP

Ore
test

_ _ _ _ _ iiton
Neutron

OCP

NculroQ

i □ assay (%, ore grade) ) □ / prepared )
Please analyze by \ > methods, the enclosed < r samples

' □ geochemical (ppm, trace level) ‘ □ ' unprepared '

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_____________________________

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS

□ DISCARD AFTER ANALYSIS COMPLETE

□ RETURN COD AFTER ANALYSIS COMPLETE

□ STORE 1 YEAR RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

□ Results □ Results _

□ Invnires n Invoices.

□ Pulps n Pulps

□ Resets □ Reiects

□ Results □ Results .

□ Invoice □ Invoice

□ Pulps □ Pulps

□ Reiects □ Reiects _

CLIENTS COPY
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Contractor

Drill Type__________

Hole Size__________

Coordinate*.

Casing Depth____________________

Bearing " Inclination

s/Ttr /Project_

__________ State 50___________

Date Started // 3 & %

Collar Elev._ 5 Final Depth. jfaL
Date Completed.
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Contractor Coordinates Protect Hole No ' */

Drill Tyoe Caning Depth State Sheet ot ^

Hole Size Rearing Inclination DaIb Started Prooerty

Collar Elev. Final Deoth Date Comoleted Hole Surveyed
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Contractor Coordinates Prelect Hole No

Drill Tvoe Casing Deoth State Sheet 3 of ^

Hole Size Bearing Inclination Date Started Prooerty

Collar Elev. Pinal Deoth Date Completed Hole Surveyed
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Contractor Coordinates Project Hole No -¥$3

Drill Tvoe Casing Death State Sheet ¥ ot ^

Hole Size . Bearing Inclination Date Started Prooerty

Collar Elev. Final Deoth Date ComDleted Hole Surveyed
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Contractor Coordinates ProjectHole No ~ «S

Drill Type.______________ —_ Casing Depth State Sheet ot

Hole Size_______________________________ BearingInclination Date Started Property

Collar Elev--------------------------------------------- Final Depth Date Completed Hole Surveyed
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Contractor Coordinates . Project Hole Nn &&S ~ </9&

Drill Tvoe Casing Depth State Sheet b nl ^

Hole Size Bearing Inclination Date Started Prooerty

Collar Elev. Final Deoth Date Completed Hole Surveyed

GRAPHIC LOGS
5 ;|ALTERATlON[™ 

► •(
< s # § 8

O J Owl
Msg

• * p
kA *15-1*°

IK-Ico

lit,-1tS

DOWN HOLE 
LOCATION
w
O ->
* • z •*> i ~

zo
<>

ROCK TYPE

lfry-95&

17o-l25

915- /ten»

rfl toio-foiS

%d I
MJ

GEOLOGIC NOTES
DESCRIPTION

MINERALOGY, alteration, textures.

DRAIN SIZE. FRAGMENT SIZE

DISTRIBUTION

ffeo - ?75) ^5%

MINERALIZATION
XXfct

Missive.
VtliMIII, R«pUc«m»nt

Or;-Mo )

Cfoio — >o?°) /ic.

oOj 3-5%,

/05o- /<?35
bit- rtZo TmU-tiyrtf Jb&ptiuVy < •¥

/?rr) £s

/oi{5— 1075 fZA-c-TU 2-^0

iiaiXSaMn^lntu

ASSAY

An
arp

OS'S

*i

f>30
,07‘J

• 77Z

0/S"

057
017
w
DM3
017

<028
,0V3
O’C
.0*0
<00?
-+r

.0?0
,^Za.
OSi''V-F '-'.O

0?o
• 01^
•DO1!'

007

,0CP
• •os

,005,

i-r
4-r

d
r

il
l

 cu
t

t
in

g
 lo

g



Contractor Coordinate! Project Mole Nn

Drill Tyoe Caning Depth State Sheet ^ ot ^

Hole Size . Rearing Inclination Date Started Property

Collar Elev. Final Death Date Comoleted Hole Surveyed
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Contractor Coordinates ProjectHole n» /Z8&. - VQ8
Drill Type--------------------------------------------  Casing Depth State Sheet 9 ot 'f

Hole Size-------------------------------------------- BearingInclination Date Started Property

Collar Elev------------------------------------------- Final Depth Date Completed Hole Surveyed
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Bondar-('lej{|>, Inc.
12980 Wfesl Cedar Dr.
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(303) 989-1404 _ *
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Boadar C Icgg. Inc.

12980 Wcsl Cedar Dr.
Likewood, Colorado H0228
(303) 9894404 . “

BONDAR CLEGG

Ckochemical
Iiih Report

REPORT: 098-1453 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. SUBMITTED BV, J. BARRON
project: none listed BATE PRINTED! 6-DEC-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Odd 28 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 28 2 -150 28 Assay Prep 28
Excessive Wetness 403
Saeple Pickup 1

remarks: final results non all reported.

REPORT COPIES TOJ MR. JIM BARRON INVOICE TOS MR. JIM BARRON
_____________________________MP IT* * BAPPmi __________ _____________ ' ____________________________________________________ 1_______________

* * 1 *“ P*1“ruTr



Geochemical
I,ab Report

IloDdar-CleK)'. Inc.

12980 Wsl Cedar Dr.
Lakewood, Colorado 80228
(303)9894404 _ w

BONDARCLEGG

REPORT: 098-1453 project: none listed PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R88-498-1280- 285 0.010
02 R88-498-1285-1290 0,003
02 R88-498-1290-1295 0.008
02 R88-498-1295-1300 0.006
02 R88-498-1300-1305 0.007

02 R88-498-1305-1310 0,063
D2 R88-498-1310-1315 0.016
02 R88-498-1315-1320 0,019
02 R88-498-1320-1325 0,017
02 K88-498-1325-1330 0.005

02 R88—498-1330-1335 0.009 
D2 R88-498-1335-1340 0.009 
02 R88-498-1340-1345 0.092 
02 R88-498-1345—1350 0.098 
02 R88-498-1350-1355 0.073

D2 R88-498-1355-1360 0.012 
02 R88-498-1360-1365 0.016 
02 R88-498-1365-1370 0.071 
02 R88-498-1370-1375 0.014 
02 R88-498-1375-1380 0.024 .ML
02 R88-498-1380-13B5 0.046 
02 R88-498-1385-1390 0.057 
02 R88-498-1390-1395 0.027 
02 R88-498-1395-1400 0.036. 
02 R88-498-1400-1405 0.030

02 R88-498-1405-1410 0.015 
02 R88-498-1410-1415 0.015 
02 R88-498-1415-1420 0,027



Geochemical
l>ab Report

Bondar-( keg. Inc.
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Geochemical
Lab Report

Boodv-Oegg, lac.
12980 West Cedar Dr. 

Lakewood, Colorado 80228 

(303)989-1404

BONDAR CLEGG

REPORT: 098-1450 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. submitted by: j. barron

project: none listed date printed: 22-nov-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 64 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 64 2 -150 64 Assay Prep 64
Excessive Wetness 967
Saaele Pickup 1

remarks: final results non all reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO*. MR. JIM BttRON



(lOoehemkaJ 
tab Report

Bondar-Ogg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC
BONDAR CLEGG

REPORT; 098-1450 j PROJECT! NONE LISTED PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-498-960-965 0.015 D2 R88-498-1160-1165 0.008
D2 R88-498-965-970 0.010 D2 R88-498-1165-1170 0.008
D2 R88-498-970-975 0.002 D2 R88-498-1170-1175 0.006
D2 R8B-49B-975-980 <0.002 D2 R88-498-1175-1180 0.008
D2 R88-498-980-985 0.010 D2 R88-498-1180-1185 0.008

D2 R88-498-985-990 0.02V D2 R88-498-11B5-1190 0.011
D2 R88-498-990-995 0.056 D2 R88-496-1190-1195 0.010
D2 R88-498-995-1000 0.020 D2 R88-498-1195-1200 0.010
D2 R88-498-1000-1005 0.019 D2 R88-498-1200-1205 0.014
D2 R88-498-1005-1010 0.004 D2 R88-498-1205-1210 0.010

D2 R88-498-1010-1015 <0.002 B2 R88-498-1210-1215 0.008
D2 R88-498-1015-1020 0.007 D2 R88-498-1215-1220 0.010
C2 R88-498-1020-1025 0.009 D2 R88-498-1220-1225 0.006—
D2 R88-498-1025-1030 0.109 D2 R88-498-1225-1230 0.022
D2 R88-498-1030-1035 <0.002 D2 R88-498-1230-1235 0.021

D2 R88-498-1035-1040 0.006 D2 R88-498-1235-1240 0.018
D2 R88-498-1040-1045 <0.002 D2 R88-498-1240-1245 0.032
D2 R88-498-1045-1050 <0.002 ^ D2 R88-498-1245-1250 0.013
D2 R88-498-1050-1055 0.003 D2 R88-498-1250-1255 0.022
D2 R88-498-1055-1060 <0.002 D2 R88-498-1255-1260 0.022

D2 R88-498-1060-1065 0.012 D2 R88-498-1260-1265 0.010
D2 R88-498-1065-1070 0.009 D2 R88-498-1265-1270 0.014
D2 R88-498-1070-1075 <0.002 D2 R88-498-1270-1275 0.007
D2 R88-498-1075-1080 0.004 D2 R88-498-1275-12B0 <0.002
D2 R88-498-1080-1085 <0.002

D2 R88-498-1085-1090 0.004
D2 R88-498-1090-1095 0.004
D2 R88-498-1095-1100 <0.002
D2 R88-498-1100-1105 0.008
D2 R88-498-1105-1110 0.011

D2 R88-498-1110-1115 0.011
D2 R88-498-1115-1120 0.009
D2 R88-498-1120-1125 0.016
D2 R88-498-1125-1130 0.005
D2 R88-498-1130-1135 0.013

D2 R8B-49B-1135-1140 0.007 
02 R88-49S-1140-1145 0.006 
R2 R88-498-1145-1150 0.013 
D2 R38-498-1150-1155 0.007 
02 R88-49B-1155-1160 0.008

i



(kochemical
Lab Report

Honda/-(k^. Inc.
I2W0 West Cola/ Dr. 
Lakewood, Colorado 80228 
(303) wmu

BONDAR CLEGG



Bondar-Ckgg. Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BONDAR CLEGG

REPORT! 098-1446 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohh mining corp. 
project: none listed

SUBMITTED BYi J. BARRON 
DATE PRINTED! 21-N0V-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 47 2 -150 47 Assas Prep 47
Excessive Wetness 1098
Saaple Pickup 1

remarks: final results ARE REPORTED.

REPORT COPIES TOJ MR, JIM BARRON INVOICE TO*, MR. JIM BARRON

L




